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(54) Method of dividing a wafer and method of manufacturing a semiconductor device

(57) Grooves (22) are formed in a surface (21 •) of a
wafer (21), on which semiconductor elements are

formed, along dicing lines or chip parting lines on the

wafer (21 ). The grooves (22) are deeper than the thick-

ness of a finished chip, and each of them has a curved
bottom surface. A holding sheet is attached on the sur-

face of the wafer on which the semiconductor elements
are formed. Subsequently, the rear surface of the wafer

is lapped and polished to the thickness of the finished

chip, thereby dividing the wafer into chips. Even after

the wafer is divided into the chips, the lapping and pol-

ishing is continued until the thickness of the wafer

becomes equal to the thickness of the finished chip. The
lapping and polishing amount (A) required to attain the

thickness of the finished chip after the lapped face of the

wafer (21) reaches the bottom surface of the groove

(22). and a depth (B) of a region of the curved bottom
surface of the groove (22) defines a ratio (A/B) of not

less than 0.3. FIG. 9
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Description

[0001] The present invention relates generally to a method of dividing a wafer and a mertftod of manufacturing a

semiconductor device, and more particularly to manufacturing steps of dicing semiconductor elements formed in a
5 wafer into chips and sealing the chips in packages, thereby miniaturizing and thinning semiconductor packages and

increasing the diameter of the wafer to be used.

[0002] The manufacturing steps for semiconductor devices are generally classified into steps for patterning various

semiconductor elements in a wafer (semiconductor substrate) and steps for dicing the respective semiconductor ele-

ments formed in the wafer into chips and sealing the chips in packages. Recently the diameter of a wafer has been
10 increased to reduce the manufacturing cost, and there has been a demand for a decrease iii size and thickness of pack-

ages in order to enhance the packaging density. In the prior art, in order to seal a semiconductor chip in a thinned pack-

age, a rear surface of a wafer, which is opposite to a pattern formation surface (major surface) of the wafer, is lapped

by a grindstone and polished by free grind grains to thin the wafer prior to dicing the wafer into chips. Then, the wafer

is diced. At the time of lapping, an adhesive sheet or a resist is coated to the pattern formation; surface of the wafer in

is order to protect the pattern formation surface. Thereafter, grooves are formed in dicing line areas provided on the major

surface of the wafer. These grooves are formed by means of a diamond scriber, a diamond blade, a laser scriber, etc.

The dicing step is carried out by a half-cut method in which the wafer, as a single body, is diced to 1/2 of the thickness

of the wafer or diced until the remaining wa^

similarly, with an adhesive sheet attached to the rear surface of the wafer; or a full-cut method in which the wafer is

20 diced throughout the thickness thereof while the adhesive sheet is cut to a depth of 20 to 30 um The half-cut method
requires another dividing step. When the wafer, as a single body, is used, the wafer is sandwiched between soft films,

and an external force is applied by a roller or the lite, thus dividing the wafer. When the wafer is attached to the adhesive

sheet an external force is applied on the sheet, thus dividing the wafer. The divided chips are separated from the sheet

in the following manner The rear, surface of the sheet is pushed up by a pickup needle provided on a die bonding

25 device. The needle penetrates the sheet and comes in direct contact with the rear surface of each chip. The needle is

further raised and the chip is separated from the sheet. The surface of the separated chip is held by a tool called "collet"

and the chip is mounted on an island of a lead frame; Then, the pads of the chip are electrically connected to inner lead

portions of the lead frame by means of wire bonding, and the chip is sealed in a package. The chip may be mounted on
the island, for example, by a method in which a conductive paste is coated on the island in advance, a method in which

30 a gold-silicon eutectic is used, or a method in which a thin film is deposited on the rear surface of the wafer and the chip

is mounted by using solder.

[0003] FIGS. 1 to 7 illustrate in detail an example of the above-descrfoed conventional wafer dividing method and
semiconductor device manufacturing method: FIG. 1 illustrates a stepof attaching a surface protection tape on a wafer;

FIG. 2 a step of lapping and polishing the rear surface of the wafer; FIG. 3 a step of separating the surface protection

35 tape; FIGS. 4A and 4B steps of fixing the wafer on a fixing sheet; FIG. 5 a step of dicing the wafer; FIG. 6 a step of pick-

ing up separated chips; and FIG. 7 a die bonding step.

[0004] As is shown in FIG. 1 , the rear surface of a wafer 1 is fixed on a chuck table 2. By rotating and moving an
attachment rol ler 4 in the direction indicated by the arrow, a protection tape 3 is attached on a pattern formation surface

(major surface of wafer 1) Vofthewafer 1 .Various semiconductor elements are formed in the pattern formation surface

40 v of wafer 1. Subsequently, as shown in FIG. 2, the pattern formation surface 1\ on which the protection tape 3 is

attached, is situated downward and fixed on a chuck table 5. The rear surface of the wafer 1 is lapped and polished to

a predetermined thickness (i.e. a thickness of a finished chip) by means of a grindstone 6. As is shown in FIG. 3, a tape

7 for separating the protection tape 3 is attached to the protection tape 3, and the protection tape 3 is separated from

the pattern formation surface 1 A flat ring 8 is fixed on a wafer fixing Sheet 9, as shown in FIG. 4A. With the slabk or

45 wrinkles of the sheet 9 removed, the wafer 1 is fixed on the sheet 9 within the opening of the flat ring 8, as shown in

FIG. 4B. The sheet 9 on which the wafer 1 is fixed and the flat ring 8 are fixed on a dicing chuck table 10. The wafer 1

is diced (full-cut) by a dicing btade 1 1 into individual chips 12 (see FIG. 5). As is shown in FIG. 6, a pickup needle 1 3 is

penetrated through the sheet 9 from the bottom thereof and put in contact with the rear surface of each chip 12. The
chip 12 is pushed by the needle 13 and separated from the sheet 9. The separated chip 12 is mounted on an island 14

so of a lead frame, as shown in FIG. 7, by using a die bonding adhesive such as a conductive paste. Thereafter, although

not shown, inner lead portions of the lead frame are wire-bonded to pads of the chip 1 2, and the resultant structure is

sealed in a package formed of a resin or ceramic. Thus, the manufacture of a semiconductor device is completed.

[0005] The above-described wafer dividing method and semiconductor device manufacturing method, however,

have the following problems (a) to (c).

55

(a) The wafer tends to be broken while it is thinned by lapping. Even if the wafer is lapped with the protection tape

being attached, the wafer may warp due to distortion in the lapping. As a result, the wafer may be caught during

transfer within the lapping apparatus and may be broken. Since the strength of the wafer decreases as the thick-
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ness of the wafer decreases or the diameter thereof increases. If the wafer body, after it is thinned, is transferred
for various processes as in the pripr art, the possibility of breakage increases. For example, when the wafer is 400
\im thick, it can withstand a load of about 1 .6 Kgf/mm2 . However, if the thickness is decreased to 200 urn, the breate
ing strength of the wafer decreases to 1/4 or 0.4 Kgf/mm2 .

5 (b) Since the two sheets, one for protecting the pattern formation surface and the other for fixing the wafer at the
time of dicing, are used, the attaching and separating steps for the two sheets are required. Consequently; the cost
for material increases and the number of manufacturing steps also increases.

(c) The degree of chipping on the rear side of the water increases when the wafer is diced, resulting in a decrease
in the breaking strength of the chip.

10 .
•

.

• \ . •- .
. -. .

-•
..

Conventionally, transistors, resistors and capacitors for monitoring various characteristics (hereinafter referred to as
TEG" (Test Element Group)) are arranged within the chip. Recently, however* the TEG is arranged on dicing lines for
the purpose of a higher integration density. As is well known, the devices of the TEG are formed of oxide films, alumi-
num, etc. When the devices ofTEG are diced by using a diamond blade, the binding of the grindstone of the blade tends'

15 to easily occur and the cutting performance deteriorates. Thus, when the TEG is arranged on the dicing lined, the
degree of chipping on the rear side of the wafer further increases. In general; the semiconductor substrate is formed of
a fragile material such as silicon or GaAs. If a crack occurs, the breaking strength of the wafer decreases.
[0006] As has been described above, the conventional wafer dividing method and semiconductor device mariufcic-
turing method,have the problem in that the wafer tends to be broken while it is being thinned by lapping or transferred;-

20 In addition, since the two sheets for protecting the pattern formation pattern and holding the wafer are required;- th6 cost
for material increases and the number of manufacturing steps increases. Moreover, the degree of chipping on the rear
side of the wafer increases when the wafer is diced, and the breaking strength of the chip decreases:
[0007] An object of the present invention is to provide a wafer dividinjg method and a semiconductor device mariu-
facturing method capable of suppressing breakage of wafers at the time of thinning wafers by lapping or transferring the

25 wafers.

[0008] Another object of the invention is to provide a wafer dividing method and a semiconductor device manttec-'
turing method capable of reducing the number of rnanufacturing steps and the manufacturing cost.

[0009] Still another object of the invention is to provide a wafer dividing method and a semiconductor device man-
ufacturing method capable of decreasing the degree of chipping on the rear side of wafers and preventing a decease

30 in breaking strength of chips.

[001 0] The above objects can be achieved by a wafer dividing method comprising the steps of: forming grooves in

a surface of a wafer, on which semiconductor elements are formed, along dicing lines by means of a dicing blade having
a curved surface at the tip, the grooves being deeper than a thickness of a finished chip and having a curved bottom
surface; attaching a holding member on the surface of the wafer on which the semiconductor elements are forrried;; arid

35 lapping and polishing a rear surface of the wafer to divide the wafer into chips, and keeping on lapping and polishing
the rear surface of the wafer even after the wafer is divided into chips* until the wafer is made to have the thickness of
the finished chip, wherein a lapping and polishing amount required to attain the thickness of the finished chip after a
lapped face of the wafer reaches the bottom surface of the groove, and a depth of a region of the curved bottorii surface
defines a ratio of not less than 0.3.

40 [0011] The above objects can also be achieved by a wafer dividing method comprising the steps of : forming
grooves in a surface of a wafer, on which semiconductor elements are formed, along chip parting lines by etching; a
depth of the grooves* as viewed from the major surface of the wafer, being greater than a thickness of a finished chip?
and each of the grooves having a curved bottom surface; attaching a holding member on the surface of the wafer bh
which the semiconductor elements are formed; and lapping and polishing a rear surface of the wafer to divide the wafer

45 into chips, and keeping on lapping and polishing the rear surface of the wafer even after the wafer is divided into chips,
until the wafer is made to have the thickness of the finished chip; wherein a lapping and polishing amount required to
attain the thickness of the finished chip after a lapped face of the wafer reaches the bottom surface of the groove, and
a depth of a region of the curved bottom surface defines a ratio of not less than 0.3.

[001 2] < According to this wafer dividing method, grooves, which are deeper than a thickness of a finished chip, are
so formed in a surface of a wafer on which semiconductor elements are formed, by means of a dicing blade or by utilization

of etching, and a rear surface of the wafer is lapped and; polished to the thickness of the finished chip, thereby dividing
the wafer into chips. Thus, chipping is prevented in the dicing step. In addition, since the bottom surface of each groove
is curved, the arch shape of the groove bottom provides the wafer with a remarkable strength when the wafer is iapped
and polished. In addition, silicon chipping is prevented immediately before the wafer is divided into chips, damage to the

55 end faces of the chips is prevented, and the chips are thereby improved in quality. It should be also noted that the lap-
ping and polishing amount required to attain the thickness of the finished chip after a lapped face of the wafer reaches
the bottom surface of the groove, and a depth of a region of the curved bottom surface of the groove defihes a ratio of
not less than 0.3. Owing to this, the average diameter of the particles of the chipping produced in the lapping and pol-

3
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ishing step is as small as possible, thus further improving the chip quality.

[0013] Further, the above objects can be achieved by a method of manufa^ring a serraconductor device, compris-

ing the steps of: forming semiconductor elements in a major surface of a wafer; forming grooves in the major surface of

the wafer along dicing lines on the wafer by means of a dicing blade having a curved surface at the tip, a depth of the

5 grooves, as viewed fipm the major surface of the wafer, being greater than a thickness of a finished chip, and each of

the grooves, having a curved bottom surface; attaching an adhesive sheet on the major surface of the wafer; lapping and
polishing a rear surface of the wafer to divide the wafer into chips, and keeping on lapping and polishing the rear surface

of the wafer even after the wafer is divided into chips, until the wafer is made to have the thickness of the finished chip;

and separating each of the divided chips from the adhesive sheet and sealing each chip in a package, wherein a lapping

10 and polishing amount required to attain the thickness of the finished chip after a lapped face of the wafer reaches the

bottom surface of the groove, and a depth of a region of the curved bottom surface defines a ratio of not less than 0.3,

[0014] !
The above objects can also be achieved by a method of manufacturing a semicorductor device, comprising

the steps of: forming semiconductor elements in a major surface of a wafer; forming grooves in the major surface of the
wafer byperforming etching along chip parting lines on the wafer, the depth of the grooves, as viewed from the major

is surface of the wafer, being greater than a thickness of a finished chip, and each of the grooves having a curved bottom
surface; attaching an adhesive sheet on the major surface of the wafer; lapping and polishing a rear surface of the wafer
to divide the vyafer into chipis, and keeping on lapping and polishing the rear surface of the wafer even after the wafer is

divided into crips, until the wafer is, made to have the thickness of the finished chip- and separating each of the divided

chips from the adhesive sheet and sealing each chip in a package, wherein a lapping and polishing amount required to

so attain the thickness of the finished chip after a lapped face of the wafer reaches the bottom surface of the groove, and
a depth of a region erf the curved bottom surface of the groove defines a ratio of not less than 0.3.

[0015] According to this semiconductor device manufacturing method, the step of separating the semiconductor
elements formed in the wafer into chips and sealing each chip in the package is carried out in the order of dicing (half-

cut), lapping and polishing of the rear surface of the wafer, and die bonding. Specifically, the wafer is divided into chips

25 by the lapping and polishing. Thus, in the state in which the rear surface of the wafer is lapped and polished and the

wafer is thinned, the wafer is not transferred or processed. Therefore, breakage of the wafer can be prevented.

[001 6] Since the number of sheets to be used is only one, the cost for material and the number of manufacturing

steps can be reduced, and the manufacturing cost can be decreased. Since there is no need to divide the wafer by
applying an external force thereto, chipping can be suppressed.

30 [001 7] Since the rear surface of the wafer is lapped and polished and the wafer is thus divided into chips, chipping

on the rear side of the wafer can be prevented, and a decrease in breaking strength can be suppressed. In addition,

since the bottom surface of each groove is curved, the arch shape of the groove bottom provides the wafer with a
remarkable strength when the rear side of the wafer is lapped and polished. In addition, silicon chipping is prevented

immediately before the wafer is divided into chips, damage to the end faces of the chips is prevented, and the chips are
35 thereby improved in quality. It should be also noted that the lapping and polishing amount required to attain the thick-

ness of the finished chip after a lapped face of the wafer reaches the bottom surface of the groove, and a depth of a
region of the curved bottom surface defines a ratio of not less than 0.3. Owing to this, the average diameter of the par-

ticles of the chipping produced in the lapping and polishing step is as small as possible, thus further improving the chip

quality.

40 [0018] This summary of the invention does not necessarily describe all necessary features so that the invention

may also be a sub-combination of these described features.

[0019] The invention can be more fully understood from the following detailed description when taken in conjunction

with the accompanying drawings, in which:
.
<

45 FIG. i illustrates a conventional method of manufacturing a semiconductor device and is; specifically, a cross-sec-

tional side view illustrating a step of attaching a surface protection tape on a wafer; .. -

FIG. 2 illustrates the conventional method of manufacturing the semiconductor device and fe, specifically, a cross^

sectional side view illustrating a step of lapping and polishing a rear surface of the wafer;

FIG. 3 illustrates the conventional method of manufacturing the semiconductor device and is, specifically, a cross-

so sectional side view illustrating a step of separating the surface protection tape;

FIG. 4A illustrates the conventional method of manufacturing the semiconductor device and is, specifically, a per-

spective view of a flat ring;

FIG.4B illustrates the conventional method of manufacturing the semiconductor device and is, specifically, a cross-

sectional side view illustrating the state in which the wafer is fixed on a fixing sheet;

55 FIG. 5 fllustrateis the conventional method of manufacturing the semiconductor device and is. specifically, a cross-

sectional side view illustrating a step of dicing the wafer;

FIG. 6 illustrates the conventional method of manufacturing the semiconductor device and is, specifically, a cross-

sectional side yiew illustrating a step pf picWng up separated chips;

4
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FIG. 7 illustrates the conventional method of manufacturing the semiconductor device and is, specifically, a per-

spective view illustrating a die bonding step;

,

FIG. 8 illustrates a method of manufacturing a semiconductor device according to a first embodiment of the present

invention and is, specifically, a cross-sectional side view illustrating a step of forming grooves in a wafer along dicing

5 lines;

FIG. 9 is an enlarged sectional view of a groove shown in FIG. 8.

FIG. 10A illustrates the method of manufacturing the semiconductor device according to the first embodiment and
is, specifically, a perspective view of a flat ring;

FIG. 10B illustrates the method of manufacturing the semiconductor device according to the first embodiment and 1

io is, specifically, a cross-sectional view illustrating a step of attaching a surface protection tape to the wafer;

FIG. 11 illustrates the method of manufacturing the semiconductor device according to the first embodiment and is,

specifically, a cross-sectional side view illustrating a step of lapping and polishing the rear surface of the wafer (a

dividing step);

FIG. 12 is a diagram showing how the measurements of the average diameter of the particles of the chipping on
75 the reverse side of the wafer vary when the ratio of the lapping and polishing amount, required to attain the finished

chip thickness after the abrasion face reaches the bottom of the groove in the process of removing the rear side of

the wafer; to the depth of the curved bottom surface of the groove is changed;

FIG. 1 3 illustrates the method of manufacrtunng the semiconductor device accordingId the first embodiment arid is.

specifically, a cross-sectional side view illustrating a step of^
picking up separated chips;

20 FIG. 14 illustrates the method of manufacturing the semiconductor device according to the first embodiment arid isf

specifically, a perspective view illustrating a die bonding step;;

FIG. 1 5 illustrates the method of manufacturing the semiconductor device according to the first embodiment and is.

specifically, a cross-sectional view illustrating a step of sealing the chip in a package;

FIG. 16A is an enlarged view of lapped faces of the wafers diced into chips in the conventional method;
25 FIG. 16B is an enlarged view of lapped faces of the wafers diced into chips in the method of the present invention;

FIG. 17 illustrates a modification of the method of manufacturing the semiconductor device according to the first

embodiment and is. specifically, a perspective view illustrating the step of attaching a surface protection tape to the

wafer; -

FIG. 18 illustrates a modification of the method of manufacturing the semiconductor device according to the first

30 embodiment and is, specifically, a cross-sectional side view illustrating a step of lapping and polishing the rear sur-

face of the wafer (a dividing step);

FIG. 19A illustrates a modification of the method of manufacturing the semiconductor device according to the first

embodiment and is, specifically, a perspective view showing the transfer step for divided chips (a tape changing

step) and illustrating a step of attaching the reverse side of a wafer onto the adhesive sheet of a flat ring;

35 FIG. 19B illustrates a modification of the method of manufacturing the semiconductor device according to the first

embodiment, and is, specifically, a perspective view showing the transfer step for divided chips (a tape changing
step) and illustrating a step of separating a surface protection tape;

FIG. 20 illustrates a method of manufacturing a semiconductor device according to a second embodiment of the

present invention and is, specifically, a cross-sectionalview of the semiconductor device applied to a LOC package;
40 FIG. 21 is a diagram comparing breaking strength distributions obtained with the conventional method iarid the

method of the present invention; •

:
:

,
:;:;

''r'

i/
FIGS. 22A to 22E illustrate a method of manufacturing a semiconductor device according to a third embctiimeft 6f
the present invention and are, specifically, perspective views illustrating in succession steps of mounting divided:

chips on lead frames; « - '.'r. -vr* ,-»->«--. v:.^C- ; >
45 FIGS. 23A to 23C illustrate a method of manufacturing a semiconductor device according to a fourth embodiment

of the present invention and are, specifically, perspective views illustrating in succession steps of mounting divided- -

chips on lead frames;
. i ; = - •

v'-- :

r

-

:

FIGS. 24A to24C illustratea method of manufacturing a semiconductor device according to a fifth ertibodimeht of

the present invention and are, specifically, perspective views illustrating in succession steps of mounting divided

so • chips on lead frames; .
.-r; .•.-'.--->/

FIGS. 25A to 25E illustrate a method of manufacturing a semiconductor device according to a sixth erhbodirhent of 4

the present invention and are, specifically, perspective views illustrating ih succession steps of mounting divided

chipson lead frames; i...... •

FIGS. 26A to 26E illustrate a method of manufacturing a semiconductor device according to a seventh embodiment
55 of the present invention and are. specifically, perspective views illustrating in succession steps of mounting divided

chips on lead frames; \ <

FIGS. 27A to 27D illustrate a method of manufacturing a semiconductor device according to an eighth embodiment
of the present invention and are, specifically, perspective views illustrating in succession steps of mountihjg divided

5
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chips on lead frames; ard

FIQS. 28A and 28B illustrate a method of manufacturing a semiconductor device according to a
of the present invention and are, specifically, perspective views illustrating in succession steps of mounting divided

chips on lead frames.

[First Embodiment)

[0020] FIGS. 8 to 1 5 illustrate a wafer dividing method and a semiconductor device manufacturing method accord-

ing to a first embodiment of the present invention. Specifically, FIG. 8 illustrates a step of forming grooves in a wafer
10 along dicing lines; FIG. 9 is an enlarged sectional view of a groove; FIGS. 10A and 10B illustrate a step of attaching a

surface protection tape to the wafer; FIG. 1 1 illustrates a step of lapping and polishing the rear surface of the wafer (a

dividing step); FIG. 12 is a diagram showing how the measurements of the average diameter of the particles of theship-
ping on the reverse side of the wafer vary when the ratio of the lapping and polishing amount, required to attain the fin-

ished chip thickness after.the lapped face reaches the bottom of the grow the process of removing the rear side of

is the wafer, to the depth of the curved bottom surface of the groove is changed; FIG. 13 illustrates a step of picWngrup
separated, chips; FIG. 14 illustrates a die bonding step; and FIG. 15 illustrates a step of sealing the chip in a packaga
[0021] First as shown in FIG. 8, a wafer 21 on which various semiconductor elements are formed is fixed on a
chuck table 23 of a dicing apparatus by means of a vacuum suction, etc., with a pattern formation surface (major surface
of wafer 21) 2V situated upward. A dicing blade 24 is rotated at a predetermined rotational speed to cut grooves 22

20 along dicing lines to a predetermined depth while a cutting water being applied: The depth of each groove 22 is greater

than the thickness of a finished chip by at least 5 \xm % preferably by 5 to 60 \xm.

[0022] v ,,,As,a result a groove 22 having a width © (which corresponds to the widthof the dicing blade 24} and having

a curved bottom surface is formed, as shown in FIG. 9. The depth of the curved bottom surface of the groove 22 is incii-

cated by B (which corresponds to the length of the curved-surface portion at the tip end of the dicing blade 24).

25 [0023] The grooves 22 need not be formed in a mechanical way using the dicing blade 24 described above. They,

may be formed in a chemical way, such as by etching. For example, isotropic etching and anisotropic etching can be
combined to form a groove 22 having such a cross sectional shape as shown in FIG. 9. To be more specific, the m^jor

surface 2 1 • of the wafer 2 1 is coated with photoresist and chip parting lines (corresponding to dicing lines) are exposed

,
in a PEP process or the like. Thereafter, the wafer 21 is immersed in a KQH solution, thereby selectively etching the

30 wafer 21 in the depth direction thereof (i.e., in the direction perpendicular to the major surface of the wafer 21). As a
result of this selective etching, grooves are formed in the wafer 21 . In place of the wet etching using the KOH solution,

dry etching technology, such as RIE (reactive ion etching), is applicable. For example, only the silicon can be selectively

etched by using etching gases, such as an SF6 gas and a mixture gas of SFg/CF, in a vacuum (the degree of vacuum:
60 mtorr). In particular, the use of the mixture gas of SFg/CF enables reliable anisotropic etching, so that grooves can

35 be formed. in the direction substantially perpendicular:to the major surface 21
' of the wafer 21 . Then, the bottom of the

groove ^ isotropically etching, thereby forming a groove having a curved surface at the bottom, as shown in FIG. 9.

[0024] In comparison with the case where the dicing blade 24, such as a diamond Wade, is used, the groove for-

mation method using etching is advantageous in that the side walls of the grooves 22 (i.e., the side surfaces formed by
etching) are notsubjected to mechanical stress. This means that crystal defects, which are likely to be generated in side

40 surfaces formed by cutting, can be reduced. Needless to say, the mechanical and chemical methods described above
are not the only method available. For example, the grooves 22 may be formed in an optical method using a laser

scriber. With respect to thei step shown In FIG; 8. the method in which the grooves 22 are formed does not matter. What
is important in connection therewith is that the depth of the grooves 22 is greater than the thickness of a finished chip

by at least 5 jxm (the depth of the grooves 22 must not be so great as to divide the wafer 21 into chips).

45 [0025] Then, the wafer 21, in which the grooves 22 are formed, are cleaned and dried.

[0026] A flat ring 25, as shown in FIG. 1 0A, is attached to a sun^ce protection tape (adhesive sheet) 26 for protect-

ing the pattern formation surface of wafer 2i . With a slack or wrinkles of the tape 26 removed, a pattern formation sur-

face 21
' of the wafer 21 in which the grooves were formed in the preceding step is fixed on the adhesive side of the tape

26, as shown in FIG. i 0B. , r

so [0027] Subsequently, as shown in FIG. 1 1 , the wafer 21 held by the flat ring 25 and surface protection tape 26 is

fixed on a chuck table 27 of a lapping apparatus by means of a vacuum suction, etc. The rear side of the wafer 21 is

lapped while the chuck table 27 and a grindstone 28 are being rotated and the grindstone 28 is being lowered. This lap-

ping method is generally called "in-field lapping". Alternatively, a througfrfield lapping method or a creep field lapping

method, wherein the wafer is lapped vyhile the wafer 21 and grindstone 28 are being rotated, may be adopted; When
55 the rear side of the wafer 21 has been lapped as far as the grooves 22. the wafer 21 is divided into chips 29. In this

invention,, the lapping is continued even after the wafer 21 has been divided into the chips 29, the wafer is lapped until

the thickness of the finished chip,(a finished chip thickness) is attained. At the time, the ratio (A/B) of the lapping and
polishing amount A to depth B is controlled to be not less than 0.3. The lapping and polishing amount A is an amount

6
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by which the wafer has to be abraded to attain the thickness of the finished chip after the lapping or lapped face reaches
the bottom of the groove 22, and the depth B corresponds to the depth or length of the curved-surface region at the bot-

tom of the groove 22.

[0028] FIG. 12 shows how the measurements of the average diameter of the particles of the chipping 6n
:

the
5 reverse side of the wafer vary when the ratio (A/B) of a lapping and polishing amount (A), required to attain the finished

chip thickness after the lapped face reaches the bottom of the groove in the process of removing the rear side of the
wafer, to the depth (B) of the curved-surface region of the bottom of the groove is changed. As shown in FIG. 12, when
the bottom of the groove 22 flat, chipping of particles of 14jim or so are generated on the average. The chipping is of

large size when ratio A/B is not greater than 0.3, and are smaller than 1 4 jim when the ratio A/B is greater than 0.3 The
io average diameter of the particles of the chipping is 5 \xm when the ratio A/B is 1 or so:

[0029] As described above, even if chipping is generated in regions where the cut face formed by dicing and the
polished face formed by lapping and polishing meet each other, such chipping can be easily removed by lapping and
polishing the regions. In addition, since the bottom surface of - each groove 22 is curved, the arch shape of the groove
bottom provides the wafer 21 with a remarkable mechanical strength when the wafer 21 is lapped and polished. In addi-

15 tion, silicon chipping is prevented immediately before the wafeir is divided into chips, damage to the end faces of the
chips is prevented, and the chips are thereby improved in quality. It should be also noted that the lapsing and polishing

amount required to attain the thickness of the finished chip after a lapped face of the wafer reaches the bottom surface
of the groove, and a depth of a region of the curved bottom surface defines a ratio of not less than 0.3. Owing to this,

the average diameter of the particles of the chipping produced in the lapping and polishing step is as small as possible,

20 thus further improving the chip quality. Moreover, since the depth of each groove is greater than the thickness of a fin-

ished chip by 5 to 60 \xm, quality deterioration, such as unseparation, can be prevented, and the lapping and polishing

amount can be optimal Hence, abnormal abrasion can be suppressed with no need to sacrifice the productivity. Thus,
the present invention enables the finished chip 29 to be as thin as 30 to 50 \im.

[0030] When the rear side of the wafer 21 is lapped as far as the grooves 22 so as to divide the wafer 21 into chips,

25 a grindstone having grinding particles of only one kind may be used. In order to attain a short grinding time and sup-
press the generation of chipping, however, it is preferable to employ two kinds of grindstones having different particle

diameters. In addition, the rear side of the wafer 21 is desirably lapped in two or more steps. To be more specific. the
lapping and polishing process is executed first by use of a grindstone whose grinding particles are #360 or so (the diam-
eters of the major grinding particles are in the range of 40 to 60 jim) and then by use of a small-particle grindstone

30 whose grinding particles are #2000 or so (the diameters of the major grinding particles are in the range of 4 to 6 pm).
By executing the lapping and polishing process in this manner, the time required for the wafer to be divided into chips

29 can be as short as possible. In addition, the grindstone used when the wafer 21 is finally divided into chips 29 is the
small-partide type. Accordingly, the generation of chipping can be suppressed.

[0031] As is shown in FIG. 13, the flat ring 25 and tape 26, on which the chips 29 diced from the wafer 21 are
35 mounted, are placed on a'die bonding apparatus. A downward pressure is applied to the pattern formation surface 22

via the surface protection tape 26 by a pickup needle 30 of the die bonding apparatus. Thereby, the pickup rieiedle 30
pushes the pattern formation surface of the chip 29, without penetrating the tape 26; and the chip 29 is separated from
the tape 26. The inventors confirmed that when the radius of curvature of the tip portion of the pickup needle 30 was
0.35 mm or more, no damage was caused on aluminum wiring, etc. in the chip 29 even when a force of 18 N was

40 applied (in the case of a chip with a size of 15 mm x 15 mm). Thus, even if the pickup needle 30 (metallic pin) pushes
the major surface of chip 29 with the surface protection tape 26 interposed, the pickup needle 30 does not break the
tape 26 if the radius of curvature of the tip portion of the pickup needle 30 is optimized, and there arises no problem. In

the present embodiment, when the chip 29 is separated frorn the tape 26; the chip 29 is pushed down. However, the
chip 29 may be pushed up, as is widely adopted in the field of the art

45 [0032] The chip 29 separated from the tape 26 is held by a tool called "collet" of the die bonding apparatus and
mounted on an island 31 of a lead frame, as shown in FIG. 14. In this case, a conductive paste 32 for fixing is cbated
on the island 31 of the lead frame in advance, and the chip 29 is die-bonded on the island 31. Alternatively, the chip 29
may be mounted by using a gold-silicon eutectic, or by depositing a metal thin film on the rear side of the wafer arid

using solder;

so [0033] Thereafter, the pads of the chip 29 are electrically connected to the inner lead portions of the lead frame 34
by means of bonding wires 35 in a wire bonding step. The chip 29, island 31 and inner lead portions of lead frame 34
are sealed in a package 33 of a resin (or ceramic). Then, lead forming is performed and a semiconductor device, as
shown in FIG; 15, is obtained.

[0034]. FIGS. 16A and 16B are enlarged views of lapped faces of chips diced from the wafer. FIG. 16A is art

55 enlarged view of lapped faces formed by full-cut dicing according to the conventional dividing method and manufactur-
ing method. As shown in FIG. 16A, a great number of chippings occur in the diced region. FIG. 1 6B shows the case of

the dividing method and manufacturing method according to the present invention. As compared to FIG. 1 6A, the diced
faces are sharp and the degree of chipping is greatly reduced. .
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[0035] In relation to the depth of a groove 22, the accuracy of the lapping portion of the ^r^
ratus and the accuracy of the thickness of the protective tape member are verified. The results of this verification are
shown in Table 1. As shown in Table 1 , when the depth of the groove 22 is equal (0) to or not greater than 5 jim, the
reverse surfaces of the chips are not satisfactory, and unseparatiqn occurs in the worst case. In the next pickup step,

5 therefore, the chips are picked up while causing cracks, thus giving marked damage to the reverse sides of the chips.

[0036] If the lapping arid polishing amount is 60 \un or larger, the time needed for abrasion is inevitably long, result-

ing in poor productivity. In particular, when rough lapping and finish lapping are executed to make the dividing time short
and inproyejie chip quality, it is; required that the working rate of the finish lapping be 1/5 to 1/10 that of the rough lap-
ping. In addition, the groove 22 cannotbe set to be very deep since a large lapping and polishing amount is likely to

io cause an undesirable abraded face (for example, the material of the grindstone will attach to the abraded face of the
wafer), which phenomenon is inevitable in view of the property of the grindstone used for finish lapping. It should be
also noted that biaxial separation is required fen: increasing-^^ polishing amounts If this is done, however,
the lapping arid polishing amount in which the wa^enjs abraded bia^ally at low ra large, resulting in a
noticeable decrease in prpductiYlty. Moreover, since a™ increase in the biaxial lapping and polishing amount the load

is imposed on the grindstone is heavy, and abnormal abrasion is therefore likely to occur. Hence, the depth of the groove
22 should not be greater than 60 |im. As indicated in Table 1 below, abnormal abrasion occurs if the depth of the groove
22 is.8a.^m. : * .• • ,o<: . :;•>-=• vW.au »i. «*v;;s :•

20
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[00371 ,
As can be seen from the above, the desirable depth of a groove is in the range from (finished chip thickness

+ 5 fun) to (finished chip thickness + 60 fim).

[0038] In the first embodiment desaibed abovej grooves 22 are first formed in the wafer 21 in the step shown in

35 FIG. 8, and a flat ring 25 is then attached to the surface protection tape 26 on the pattern formation surface, as shown
in FIGS. IQ/V and 1 0B. The wafer 21 r which is then held by the flat ring 25 and the surface protection tape 26, is fixed
on the chuck table 27 of the lapping apparatus by vacuum suction, and in this state the rear surface of the wafer 21 is

lapped and polished. It should be noted, however, that the fiat ring 25 is not necessarily required in the step of lapping
and polishing;the rear surface of the wafer 21. That is, the flat ring can be omitted, as can be seen from FIGS. 17 and

4o 18. More specificaily, grooves 22 are first formed in the wafer 21 in such a step as is shown in FIG. 8, and thena surface
protection tape (an adhesive sheet) 52 is attached to tha pattern formation surface (major surface) 2V of the wafer 21
by moving the roller 51

i
in the direction indicated by the arrow in FIG. 8. Subsequently, the wafer 21, the tnajor surface

of which is protected by thejsurface protection tape 52, is fixed on the chuck table 27 of the lapping apparatus by vac-
uum suction or the like, as shown in FIG. 18. Since a fiat ring is not used, the entirety of the wafer 21 has to be sucked

45 in a "flat" ^ate. Subsequently, the chuck table 27 and the grindstone 28 are rotated, and the rear surface of the wafer
21 is lapped by .moving the grindstone 28 downward. When the rear surface of the wafer 21 has been lapped to the
grooves 22, the wafer 21 is divided into chips. Even after the wafer 21 is divided into chips 29, the lapping and polishing
process is continued until the wafer is lapped by at least 5|im or more. Then, as shown in FIG. 19A, the rear surface of

the wafer 21 ,
which is divided into chips 29 in the preceding step but is held to be a one body by the surface protection

so tape 52, is attached tp the adhesive sheet 26 of the flat ring 25. Thereafter, the surface protection tape 52 is separated
from the wafer 21 , as shown in FIG. 1 9B: The subsequent steps are similar to those shown in FIGS. 13 to 1 5.

[0039] . The dhips 29 that are picked up in the step shown in FIG: 13 need not be immediately subjected to a die
bonding step, a wire bonding step, a packaging step, etc. so as to complete the fabrication of a semiconductor device.
Instead of those steps, the picked-up chips 29 m^ be packed on a tray.

[SecondEmbodiment] _-,r, „ >

[0040] FIG. 20 illustrates a method of manufacturing a semiconductor device according to a second embodiment

WSDOC1D: <EP 1026735A2_I_>

8



EP 1 026 735 A2

of the present invention, wherein the invention is applied to an LOG (Lead On Chip) package. In the case of an LOG
package, the chip that is picked up, as shewn in FIG. 13, is sealed in the following manner: An adhesive tape 36 is pro-

vided on the chip 29, and one end portion of a lead 37 is attached to the adhesive tape 36. Then, each pad of the chip

29 and the associated lead 37 are electrically connected by means of a bonding wire 35 in a wire bonding process. The
5 resultant structure is sealed in a resin package 33 or a ceramic package. Thus, a semiconductor device as shown in

FIG. 20 is obtained.

[0041} In this case, if silicon waste is present on the chip 29, it may break the surface protection film of the chip due
to a load at the time of adhesion of the lead 37 or wire bonding. As a result, breakage of aluminum wiring or short-circuit

may be caused. To solve this problem, the adhesive tape 36 is made thicker than the silicon waste.

w [0042] According to the above-described wafer dividing methods and semiconductor device manufacturing meth-
ods, the following advantages (1) to (6) can be obtained.

i j. '

"
.

" • " "

.

(1) The proportion of defective wafers due to damage at the time of thinning wafers can be reduced.

Table 2 shows the relationship between the chip thickness (substantially equal to or slightly less than the depth
is of the groove) of each chip diced from a 6-inch (diameter) wafer and the breakage ratio (ppm: parts per million).

Table 2

Chip thickness (|im) (^ depth of groove) 450 350 290 200 100 50

Prior art (ppm) 180 250 600 1000 5000 60000

Present invention (ppm) 20 20 0 0 0 0

25 As is shown in Table 2, in the prior art. the breakage ratio increases as the chip thickness decreases. By con-

trast, in the present invention, the breakage ratio decreases as the final chip thickness decreases. The reason is

that if the chip thickness is decreased, the depth of the groove can be reduced, and therefore the wafer thickness

below the groove can be increased. In the case of the wafer with the diameter of 6 inches, the thickness of the wafer
is generally 600 to 650 jim. In the conventional dividing method and manufacturing method, when a chip with ai

30 thickness of, e.g. 50 urn is to be formed, the wafer is lapped and polished in advance to a thickness of 50 jini, and
the process illustrated in FIGS. 1 to 3 is performed. By contrast, in the method of the present invention, after the

grooves of 50 jim in depth are formed (the wafer portion of 550 to 600 urn remains below each groove), the wafer
is lapped and polished and thus divided into chips. Thus, the breakage ratio in the present invention decreases.

(2) Troubles at the time of transfer do not depend on the diameter of the wafer. According to the present invention,

35 the wafer is divided into chips simultaneously with the lapping process. Even if the chip is thin, or even if the diam-
eter of the wafer is unchanged, the wafer can be transferred within the apparatus without influence of wairp of the

wafer due to dicing distortion. In addition, if the chip thickness is decreased, the wafer portion below the grooves is

made thicker. From this point, too, the breakage ratio of wafers at the time of transfer can be decreased. Thereby,

the advantage as shown in Table 3 below can be obtained. In this case, the diameter of the wafer is 8 inches, and
40 the thickness of a finished chip is 50 fim.

Table 3

Prior art Present invention

Decrease in number of transfer troubles (ppm) 80000 50

Storage ratio to carrier (index) 1 2

As is clear from data
f

in Table 3, the present invention is advantageous in the use of wafers with greater diam-
eters. This invention is easily applied to 12-inch wafers or 16-inch wafers which will be used in future.

(3) Since only one surface protection tape is used, the cost for material and processing can be reduced by 60%, as
compared to the conventional method. Thus, the manufacturing cost can be reduced.

55 (4) In the case of the full-cut method, not only the wafer but also the she^t is cut As a result, the cutting perform-

ance of the blade deteriorates and cutting waste flies during the dicing step. In general, the dicing speed in the full-:

cut method is 80 to 120 mm/sec. In the present invention, the dicing speed can be increased up to 200 mm/sfce.

Therefore, the dicing speed can be increased, and the processing cost can be reduced by about 10%.

9

BNSDOCID: *EP 1029735A2J_>



EP 1 026 735 A2

(5) In order to divide the wafer, there is no need to perform cutting as deep as the dicing sheet In addition, the
grindstone for lapping the rear surface of thewaferis-used to divide the wafer. Thus, the size of chipping on the rear

surface decreases from about 15 Jim. as in the prior art to about 4 \im. Furthermore, the breaking strength is

increased from 520 MPa, as in the prior art up to 600 MPa; -r^ r

5 Where a wafer fe divided into chips by the lapping and polishing of the rear surface of the wafer, the amount of

chipping generated from the rear surface varies, depending upon the diameters of the grinding diamond particles

of the grindstone used. As can be seen from Table 4 below, when the diameters of the diamond particles are small,

the amount of chipping generated from the rear surface of the wafer is small, and the breaking strength of the chips

is improved. This being so, the cfiamond particle diameters of the grindstone used for dividing a wafer into chips

10 should be as small as possible. As described above, where a grindstone having large-diameter grinding particles

and a grindstone having small<liameter grinding particles are used in combination, the generation of chipping can
be reduced, and yet the time required for lapping and polishing the wafer can be as short as possible.

Present invention Prior art

Distribution of diamond particles ftim) 4-6 40-60 4-6

Average chipping from rear surface fttm) 3.2 6.76 13.8

Maximum chipping from rear isurtece (jim) 23 55 S3

Average value of breaking strength of chips (MPa) 669.0 5604 505.5

25 FIG. 21 is a diagram comparing breaking strength distributions obtained with the conventional method and the

method of the present invention, Specifically, FIG. 21 shows the probability of occurrence (%) of chipping at each
breaking strength (200 MPa to 1000 MPa). As is clear from FIG. 21. in the separating method of the present inven-

tion, as compared to the separating method in the prior art, the probability of occurrence of chipping decreases if

the breaking strength is unchanged. That is, the breaking strength is increased. The average value of breaking
30 strength in the conventional method is about 520 MPa, whereas the average value of breaking strength in the

method of the present invention is about 600 MPa.

(6) In order to divide the wafer, there is no need to perform cutting as deep as the dicing sheet. Thus, the wear of

the dicing blade is reduced, and the life of the dicing blade can be increased. For example, in the case of the

method in which cutting is performed as deep as the dicing sheet, the life of the blade is normally 10000 to 20000
35 lines (in the case of a 6-inch wafer). In the method of the present invention, the life can be increased up to 80000

lines ormpre.

[Third Embodiment] .

40 [0043] FIGS. 22A to 22E illustrate a method of manufacturing a semiconductor device according to a third embod-
iment of the present invention and are, specifically, perspective views illustrating in succession steps of mounting
divided chips on lead frames. Like the first embodiment, the wafer 21 Is divided into chips 29 through the steps illus-

trated in FIGS. 8 to 1 1 . The flat ring 25 and tape 26, on which the divided chips 29 are adhered and fixed, are removed
from the chucktable 27 of the lapping apparatus. Then, as shown iri FIG. 22A, the chip 29 is picked up. In this case, the

45 chip 29 is pushed up by the pickup needle from below, with the surface protection tape 26 interposed. Thus, the chip

29 is separated from the surface protection tape 26V and the rear surface of the chip 29 is adsorbed by a collet 38. The
collet 38 has a chip inverting mechanism. As is shown in FIG. 22B, the collet 38 is rotated by 1 80° so that a downward
adsorber is directed upward. In this state, the chip 29 is transferred to another collet 39, as shown in FIG. 22C, by using

an aerial chip transfer mechanism. Thereby, the upper and lower sides of the chip 29 are reversed, and the major sur-

50 face (pattern formation surface) is directed upward. Then, as shown in FIG. 22D, a conductive paste 41 is applied to an
island 31 of the lead frame 34 by a dispenser 40. The chip 29 held by the collet 39 is moved onto the island 31 of lead

frame 34, as shown in FIG.22E. Thus, the chip 29 is die-bonded to the island 31

.

[Fourth Embodiment]

[0044] ; pIGS. 23A to 23C illustrate a method of manufacturing a semiconductor device according to a fourth embod-
iment of the present invention and are, specifically, perspective views illustrating in succession steps of mounting
divided chips oh lead frames, Like the first embodiment, the wafer 21 is divided into chips 29 through the steps fllus-
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trated in FIGS. 8 to 1 1 . The fiat ring 25 and tape 26, on which the divided chips 29 are adhered and fixed, are removed

from the chuck table 27 of the lapping apparatus. The chips 29, as shown in FIG. 23A, are transferred and attached to

the surface of a surface protection tape 42 attached to a flat ring 43. Thereby/the upper and lower sides of the chip 29
are reversed and the major surface of the chip 29 is directed upward. Then, as shown in FIG.-23B, a conductive paste

5 41 is applied to the island 31 of the lead frame 34 by the dispenser 40. Subsequently, as shown in FIG. 23C, like the

prior art, the pattern formation surface of the chip 29 is pushed from below by the pickup needle, with the surface pro*

tection tape 42 interposed. Thus, the chip 29 is separated from the surface protection tape 42. The separated chip 29
is picked up by a collet 42, and the chip 29 is moved onto the island 31 of lead frame 34 coated with the conductive

paste 41 . Thus, the chip 29 is die-bonded to the island 31

.

[Fifth Embodiment]

[0045] FIGS. 24A to 24C illustrate a method of manufacturing a semiconductor device according to a fifth embodi-

ment of the present invention and are, specifically, perspective views illustrating In succession steps of mounting

75 divided chips on lead frames. Like the first embodiment, the wafer 21 is divided into chips 29 through the steps illus-

trated in FIGS. 8to 10. The flat ring 25 and tape 26, on which the divided chips 29 are adhered and fixed, are removed
from the chuck table 27 of the lapping apparatus. The chips 29, as shown in FIG. 24A, are transferred and attached to

a porous chuck table 45. Thereby, the upper and lower sides of the chip 29 are reversed and the major surface of the

chip 29 is directed upward. Then, as -shown in FIG. 24B, a conductive paste 41 is applied to the island 31 of the lead

20 frame 34 by the dispenser 40. Subsequently, as shown in FIG. 24C, the chip 29 is picked up from the porous chuck table

45. The picked-up chip 29 is moved onto the island 31 of lead frame 34. Thus, the chip 29 is die-bonded to the island 31

V

[0046] According to the fifth embodiment of the invention, the chip 29 can be picked up without using the pushing

pin.

25 [Sixth Embodiment]

[0047] FIGS. 25A to 25E illustrate a method of manufacturing a semiconductor device according to a sixth embod-
iment of the present invention and are, specifically, perspective views illustrating in succession steps of mounting

divided chips on lead frames. Like the first embodiment, the wafer 21 is divided into chips 29 through the steps illus-

30 trated in FIGS. 8 to 10. The flat ring 25 and tape 26, on which the divided chips 29 are adhered and fixed, are removed
from the chuck table 27 of the lapping apparatus. The chips 29, as shown in FIG. 25A, are picked up by a collet 38. In

this case, the chip 29 is pushed up by the pickup needle, with the surface protection tape 26 interposed. Thus, the chip

29 is separated from the surface protection tape 26 and adsorbed by the collet 38. The collet 38 has a chip inverting

mechanism. As is shown in FIG. 25B, the collet 38 is rotated by 180° so that a downward adsorber is directed upward.

35 In this state, the chip 29 is transferred to another collet 39 by using an aerial chip transfer mechanism. Then, the collet

39 is moved and, as shown in FIG. 25G, attached to the surface of a surface protection tape 46 attached to a flat ring

47. Thereby, the upper and lower sides of the chip 29 are reversed, and the major surface (pattern formation Surface)

is directed upward. Subsequently, as shown in FIG. 25D, a conductive paste 41 is applied to the island 31 of the lead

frame 34 by the dispenser 40. Thereafter, as shown in FIG. 25E, like the prior art, the rear surface of the chip 29 is

40 pushed from below by the pickup needle, with the surface protection tape interposed. Thus, the chip 29 is separated

from the surface protection tape. The chip 29 held by the collet 39 is moved onto the island 31 of lead frame 34. Thus,

the chip 29 is die-bonded to the island 31

.

[0048] According to this mounting method, each chip 29 can be easily transferred to a remote manufacturing appa-

ratus, located in another room or another factory, in the state in which the chips 29 are adhered to the surface protection

45 tape 46 of flat ring 47. Thus, the invention can be applied to various manufacturing apparatuses or various manufactur-

ing methods.

[Seventh Embodimeint]

so [0049] FIGS. 26A to 26E illustrate a method of manufacturing a semiconductor device according to a seventh

embodiment of the present invention and are, specifically, perspective views illustrating in succession steps of mounting

divided chips on lead frames. Like the first embodiment, the wafer 21 is divided into chips 29 through the steps illus-

trated in FIGS. 8 to 10, The flat ring 25 and tape 26, on which the divided chips 29 are adhered and fixed, are removed

from the chuck table 27 of the lapping apparatus. The chips 29, as shown in FIG. 26A, are picked up. In this case, the

55 chip 29 is pushed up by the pickup needle, with the surface protection tape 26 interposed. Thus, the chip 29 is sepa-

rated from the surface protection tape 26 and adsorbed by the collet 38. The collet 38 has a chip inverting mechanism.
As is shown in FIG. 26B, the collet 38 is rotated by 180° so that a downward adsorber is directed upward: In this state,

the chip 29 is transferred to another collet 39 by using an aerial chip transfer mechanism. Then, the collet 39 is received

11 '
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in a chip tray 48, as shown in FIG. 26C. In the chip tray 48. the mqjor surface of the chip 29 is situated upward. Then,
as shown in FIG. 26D, a conductive paste 41 is applied to the island 31 of the lead frame 34 bythe dispenser 40. There-
after, as shown in FIG. 26E, the chip 29 is taken up from the chip tray 48 by the collet 39. The chip 29 held by the collet

39 is moved onto the island 31 of lead frame 34 and die-bonded to the island 31

.

5 [0050] According to this mounting method, like the sixth embodiment each chip 29 can be ieasily transferred to a
remote manufacturing apparatus, located in another room or another factory, in the state in which the chips 29 is

received in the chip tray 48. Thus, the invention can be applied to various manufacturing apparatuses or various man-
ufacturing methods.

10 [Eighth Embodiment]

[0051] FIGS. 27A to 27D illustrate a method of manufacturing a semiconductor device according to an eighth
embodiment of the present invention and are, specifically, perspective views illustrating in succession steps of mounting
divided chips on lead frames. Like the first embodiment the wafer 21 is divided into chips 29 through the steps illus-

15 trated in FIGS. 8 to 10. The flat ring 25 and tape 26, on which the divided chips 29 are adhered and fixed, are removed
from the chuck table 27 of the lapping apparatus. The chips 29, as shown in FIG. 27A, are picked up. In this case, the
chip 29 is pushed up by the pickup needle, with the surface protection tape 26 interposed. Thus, the chip 29 is sepa-
rated from the surface protection tape 26 and adsorbed by the collet 38. In this state, as shown in FIG. 27B, the chip 29
is mounted on a processing stage 38. Then, as shown in FIG. 27C,a conductive paste 41 is applied to the island 31 of

20 the lead frame 34 by the dispenser 40. In this case, a chip mounting surface of the lead frame 34 is directed downward,
and the conductive paste 41 is applied, from below, to the lower surface of lead frame 34 by the dispenser 40. Then, as
shown in FIG. 27D, the chip 29 mounted on the processing stage 49 is die-bonded to the lead frame 34.

[0052] According to this mounting method, there is no need to reverse the upper and lower sides of the chip 29.
Thus, the collet 38 does not need to have a chip inverting mechanism, and the structure of the apparatus is simplified.

25 In addition, there is no need to transfer the picked-up chip to another surface protection tape, or transfer the chip to the
chip tray.

[Ninth Embodiment] .......

30 [0053] FIGS. 28A and 28B illustrate a method of manufacturing a semiconductor device according to a ninth

embodiment of the present invention and are, specifically, perspective views illustrating in succession steps of mounting
divided chips on lead frames. Like the first embodiment the wafer 21 is divided into chips 29 through the steps illus-

trated in FIGS. 8 to 1 0. The flat ring 25 and tape 26. on which the divided chips 29 are adhered and fixed, are removed
from the chuck table 27 of the lapping apparatus. As shown in FIG. 28A, a conductive paste 41 is coated on the rear

35 surface of each chip 29. Then, as shown in FIG. 28B, a lead frame 34 is situated above the flat ring 25. The chip 29 is

pushed up by the pickup needle, with the surface protection tape 26 interposed. Thuis, the chip 29 is separated from the
surface protection tape 26 and die-bonded to the island 31 of lead frame 34.

[Modifications]
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[0054] the present invention is not limited to the first to nimh emb^
made without departing from the spirit of the present invention. For example, in the first embodiment, the wafer 21 is

fixed on the dicing chuck table 23 at the time of forming grooves. However, as in the prior art, the wafer may be fixed on
the dicing chuck table in the state in which a flat ring is attached to an adhesive sheet Alternatively, grooves may be

45 formed in the state in which the wafer is fixed on a flat plate or the wafer is fixed on an adhesive sheet used as a flat

plate.

[0055] In the lapping and polishing step illustrated in FIGS. 11 and 18, the surface protection tapes (adhesive
sheets) are referred to as a holding member. However, the holding member may be anothertype For example, it is pos-
sible to use a wax, an adsorption pad, a thermocompression bonding sheet a substrate coated with adhesive material,

so a resist coated.on a semiconductor elernenti and combinations thereof.

[0056] Although the pattern formation surface 21* of wafer 21 is attached to the adhesive sheet (surface protection

tape 26), a very thin film may be interposed between the pattern formation surface 21 ' of wafer 21 and the adhesive
sheet In the case where the very thin film is interposed, for example, a liquid called Silitecto II may be sprayed on the
pattern formation surface of the wafer to form a coating film. Then, an adhesive sheet may be attached. Alternatively, a

55 single-side or double-side adhesive tape may be attached on a flat plate, and a wafer may be fixed thereon.

[0057] Furthermore, the pickup needle used to separate the chip from the surface protection tape may not be used.
Alternatively; the rear surface of the chip may be sucked by a vacuum and the chip may be separated from the surface
protection tape.
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. [0058] As has been described above, the present invention can provide a wafer dividing method arid a semiconduc-
tor device manufacturing method capable of suppressing breakage of wafers at the time of thinning wafers by lapping
or transferring the wafers. In addition, the invention can provide a wafer dividing method and a semiconductor device
manufacturing method capable of reducing the number of manufacturing steps and the manufacturing cost. Moreover,
the invention can provide a wafer dividing method and a semiconductor device manufacturing method capable of
decreasing the degree of chipping on the rear side of wafers and preventing a decrease in breaking strength of chips.

Besides, the wear of the dicing blade can be reduced, and the life of the dicing blade can be increased.

Claims

1. A wafer dividing method for dicing a wafer on which semiconductor elements are formed,
characterized in that

said wafer dividing method comprises:

is forming grooves (22) in a surface (21*) of the wafer (21), on which the semiconductor elements are formed,
along dicing lines by means of adicing blade (24) having a curved surface at the tip, the grooves being deeper
than a thickness of a finished chip and having a curved bottom surface;

attaching a holding member (25, 26, 52) on the surface (2V) of the wafer (21) on which the semiconductor ele-

ments are formed; and
20 lapping and polishing a rear surface of the wafer (21) to divide the wafer (21) into chips (29), arid keeping on

lapping and polishing the rear surface of the wafer (21) even after the wafer is divided into chips (29), until the
wafer (21) is made to have the thickness of the finished chip (29), and
a lapping and polishing amount (A) required to attain the thickness of the finished chip after a lapped face of
the wafer (21 ) reaches the bottom surface of the groove (22), and a depth (B) of a region of the curved bottom

25 surface defines a ratio of not less than 0.3.

2. A wafer dividing method for dicing a wafer on which semiconductor elements are formed,

characterized in that: V' \

30 said wafer dividing method comprises:

forming grooves (22) in a surface (21*) of the wafer, on which the semiconductor elements are formed, along
chip parting lines by etching, a depth of the grooves, as viewed from the surface (21 ) of the vfefer; being
greater than a thickness of a finished chip, and each of the grooves (22) having a curved bottom surface;

attaching a holding member (25, 26, 52) on the surface (2V) of the wafer (21 ) on which the semiconductor ele-

35 ments are formed; and
lapping and polishing a rear surface of the wafer (21) to divide the water (21) into chips (29)* and keeping on
lapping and polishing the rear surface of the wafer (21) even after the wafer is divided into chipis (29), until the
wafer (21) is made to have the thickness of the finished chip (29), and
a lapping and polishing amount (A) required to attain the thickness of the finished chip after a lapped face of

40 the wafer (21) reaches the bottom surface of the groove (22), and a depth (B) of a region of the curved bottom
surface defines a ratio of not less than 0.3.

3- The wafer dividing method according to either one of claims 1 and 2, characterized in that the depth of the grooves
(22) is greater than the thickness of the finished chip (29) by at leastSjim.

45

4. The wafer dividing method according to either one of claims 1 and2, characterized in that the depth of the grooves
(22) is greater than the thickness of the finished chip (29) by 5 to 60 pm

5. The wafer dividing method according to either one of claims 1 and 2, characterized in that said holding member (25,
so 26, 52) is at least one selected from the group consisting of an adhesive tape, a wax, an adsorption pad, a thermo-

compression bonding sheet, a substrate coated with adhesive material, and a resist coated on the semiconductor
elements.

6. The wafer dividing method according to either one of claims 1 and 2, characterized in that said step of lapping and
55 polishing the rear surface of the wafer (21) until the wafer (21) is made to have the thickness of the finished chip

(29) includes:

a first step of lapping and polishing the rear surface of the wafer by means of a grindstone having first-diameter
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grilling particles such that the thickness of the wafer is greater than the thickness of the finished chip; and
asecondstep of further lapping and polishing the rear surface lapped and polished in thefirst step by means
pf a grindstone; having second-diameter grinding particles smaller than the firet«liameter grinding particles
until-the thickness Off the wafer becomes equal to the thickness of the finished chip;

7. The wafer dividing method according to claim 6
- characterized in that major particles of said first-diameter particles

are in a range of 40 to 60 jtm, while major particles of said second<liameter particles are in a range of 4 to 6 \xm.

8. A semiconductor device manufacturing method comprising the steps of forming a semiconductor element on a
major surface of a wafer, dicing the wafer into chips, and sealing each of the chips in a package,
characterized in that said step pf dicing the wafer into the chips includes:

forming grooves in themajor surface of the wafer (21) by dicing along dicing lines on the wafer (21) by means
of a dicing blade (24) having a curved face at a tip end thereof, such that a depth of the grooves, as viewed
from the major surface of the wafer, is greater than a thickness of a finished chip (29), and such that each of
the grooves (22) has a curved bottom surface;

attaching an adhesive sheet (52) on the major surface of the wafer (21);

lapping and polishing a rear surface of the w^fer (21) to divide the wafer into chips (29), and keeping on lapping
and polishing the rear surface of the wafer even after the wafer (21) is divided into chips (29); until the wafer.,.

(21) is made to have the thickness of the finished chip - and
separating each of the divided chips (29) from the adhesive sheet (52) and sealing each chip in a package, and
a lapping and polishing amount (A) required to attain the thickness of the finished chip after a lapped face of
the wafer (2 1 ) reaches the bottom surface of the groove (22), and a depth (B) of a region of the curved bottom
surface of the groove (22) defines a ratio of not less than 0.3.

A semiconductor device manufacturing method comprising the steps of forming a semiconductor element on a
major surface of a wafer, dividing the wafer into chips, and sealing each of the chips in a package,
characterized in that

30 said of step of dividing the water into the chips includes:

forming grooves (22) in the major surface of the wafer (21 ) by etching along chip parting lines on the wafer (2 1

)

such that a depth of the grooves, as viewed from the major surface of the wafer (21), is greaterthan a thickness
of a finished chip (29), and such that each of the grooves (22) has a curved bottom surface;

attaching an adhesive sheet (52) on the major surface of the wafer (21);

35 lapping and polishing a rear surface of the wafer (21 ) to divide the wafer into chips (29), and keeping oh lapping
and polishing the rear surface of the wafer even after the wafer (21) is divided into chips (29); until the wafer
(21) is made to have the thickness of the finished chip; and

\ separating eacll of the divided chips (29) from the adhesive sheet (52) and sealing each chip in a package, and
a lading and polishing amount (A) required to attain the thickness of the finished chip after a lapped face of

40 the wafer (21 ) readies the bottom surface of the groove (22), and a depth (B) of a region of the curved bottom
surface of the groove (22) defines a ratio of not less than 0.3.

1 0. Thewafer dividing method according to either one of claims 8 and 9, characterized in that the depth of the grooves
(22) is greater than the thickness of the finished chip (2$) by at least 5 jim.

45
.

11. The wafer dividing method according to either one of claims 8 and 9, characterized in that the depth of the grooves
(22) is greater than the thickness of the finished chip (29) by 5 to 60 urn.

12. The wafer dividing method according to either one of claims 8 and 9, characterized in that said step of separating
so each of the separated chps (29) from the adhesive -sheet (52) and sealing each of the chips (29) in a package

includes the steps of: . >

mounting said each chip (29) separated from the adhesive sheet (52) on an island (31) of a lead frame (34);
wire-bonding inner lead portions of the lead frame (34) and pads of said chip (29); and

ss sealing said chip (29), said isfand (31) and said inner lead portions in the package (33).

13. The wafer dividing method according to either one of claims 8 and 9, characterized in that said step of separating
each of fte separated chips (29) from the adhesive sheet (52) and sealing each of the chips (29) in a package (33)
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includes the steps of

:

bonding one end of a lead (37) on a major surface of the chip (29) separated from the adhesive sheet (52);

wire-bonding said lead (37) and each of pads of said chip (29); and ,>

5 sealing said chip (29) and said one end of the lead (37) in the package (33).

14. The wafer dividing method according to either one of claims 8 and 9, characterized in that said step of lapping and

polishing the rear surface of the wafer (21) until the wafer (21) is made to have the thickness of the finished chip

(29) includes:

10 ' "
~

a first step of lapping and polishing the rear surface of the wafer (21) by means of a grindstone having first-

diameter grinding particles such that the thickness of the wafer (21) is greater than the thickness of the finished

chip (29); and

a second step of further lapping and polishing the rear surface lapped and polished in the first step by means
15 of a grindstone having second-diameter grinding particles smaller than the first-diameter grinding particles

until the thickness of the wafer (21) becomes equal to the thickness of the finished chip (29).

1 5. The wafer dividing method according to claim 6, characterized in that major particles of said first-diameter particles

are in a range of 40 to 60 \im, while major particles of said second-diameter particles are in a range of 4 to 6 pm
20
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